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Nimonic 90: nickel-based high-temperature low creep alloy for use in aircraft
and gas turbine components such as turbine blades and engine exhaust jets.

Thermo-mechanical properties versus temperature

 
Przewodność cieplna 

Nimonic 90.pdf , Page 1, Table 2   
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Ciepło właściwe 

Nimonic 90.pdf , Page 1, Table 1   

c = 2.64864E-01T + 4.40632E+02
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Średnia umowna granica plastyczności,

pręt wyciskany, 

Nimonic 90.pdf , Page 3-5, Table 8-10   
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EB- extruded bar
EBSC - extruded bar subsequently forged
ESSCR – extruded section subsequently cold rolled

 
Moduł Younga, pręt wyciskany

Nimonic 90.pdf , Page 2, Table 6   
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Secant coefficient of thermal expansion 𝑠𝑒(𝑇)

Thermal strain: 𝜀𝑇𝑖 = 
 𝑙𝑖

𝑙0𝜀𝑇= 
 𝑙

𝑙
 = 𝑠𝑒 · 𝑇

𝑇0

 𝑙0= 0
 𝑙1= 𝑙1 − 𝑙0

 𝑙2= 𝑙2 − 𝑙0

 𝑙𝑖= 𝑙𝑖 − 𝑙0

𝑇1 𝑇2 𝑇𝑖

𝑙0 𝑙1 𝑙2

𝑙𝑖

 𝑇1= 𝑇1 − 𝑇0  𝑇2= 𝑇2 − 𝑇0  𝑇𝑖= 𝑇𝑖 − 𝑇0 𝑇0= 0

𝜀𝑇(𝑇)

𝑇0
𝑇

𝑇1 𝑇2 𝑇𝑖

𝜀𝑇1

𝜀𝑇𝑖

𝑇 

𝜀𝑇2

secant coefficient of thermal expansion 𝑠𝑒(𝑇𝑖) = 
𝜀𝑇𝑖

 𝑇𝑖
 =

 𝑙𝑖

𝑙0𝑇𝑖

𝑠𝑒(𝑇) = 
𝜀𝑇(𝑇)

𝑇−𝑇0

𝜀𝑇(𝑇)
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Instantinous coefficient of thermal expansion 𝑖𝑛𝑠(𝑇)

𝜀𝑇(𝑇)

𝑇0
𝑇𝑇 

𝑑𝜀𝑇

𝑑𝑇

𝑖𝑛𝑠(T )=
𝑑𝜀𝑇

𝑑𝑇 
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Coefficient of thermal expansion 

𝑇0 - temperature at which 𝜀𝑇  = 0 - in the test

𝑇𝑅𝐸𝐹 - temperature at which 𝜀𝑇  = 0 - for working conditions

for 𝑇𝑅𝐸𝐹 =  𝑇0 :

𝑠𝑒(T ) =
1

𝑇 − 𝑇0
න

𝑇0

𝑇

𝑖𝑛𝑠 𝑇 𝑑𝑇

𝜀𝑇(𝑇) = 𝑠𝑒(T ) · 𝑇 − 𝑇0

if 𝑇𝑅𝐸𝐹  𝑇0 , the secant coefficient 𝑠𝑒 𝑇   is recalculated
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Strain in a structure including the thermal effect 

For isotropy:

𝜀  = 𝜀 𝑇 + 𝜀 𝑒 =

𝑥𝑇
𝑦𝑇

𝑧𝑇
0
0
0 𝑇

+

𝜀𝑥

𝜀𝑦

𝜀𝑧

𝛾𝑥𝑦

𝛾𝑦𝑧

𝛾𝑧𝑥 𝑒

=

𝑥𝑇
𝑦𝑇

𝑧𝑇
0
0
0 𝑇

+ [𝐷]−1

𝜎𝑥

𝜎𝑦

𝜎𝑧

𝜏𝑥𝑦

𝜏𝑦𝑧

𝜏𝑧𝑥

6 × 1 6 × 1 6 × 1                                                    6 × 6 

𝜀 𝑒= [𝐷]−1 𝜎
6 × 1 6 × 6 6 × 1

The total strain is a sum of thermal and elastic strain:

𝜀  = 𝑠𝑒 · 𝑇

1
1
1
0
0
0 𝑇

+ [𝐷]−1· 𝜎
6 × 1 6 × 6    6 × 1

inverse constitutive matrix

stress vector
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Thermal stress is observed for:

− nonuniform temperature field

− temperature change and nonhomogeneous material

− temperature change and statically indeterminate constraints

Example:  statically indeterminate bar with uniform temperature distribution

 𝑙𝑇 + 𝑙𝑒 = 0

𝜀𝑥𝑇 · 𝑙 + 𝜀𝑥𝑒 · 𝑙 = 0

𝑠𝑒 · 𝑇 · 𝑙 +
𝜎𝑥

𝐸
· 𝑙 = 0

𝜎𝑥= − 𝐸 · 𝑠𝑒 · 𝑇

for:  𝐸 = 2 · 105 
MPa, 𝑇 = 100°𝐶, 𝑠𝑒=1.2 · 10-5 1/ °𝐶:

𝜎𝑥= −240 MPa (compression − possible buckling)

𝜎𝑥

𝑙
𝐸

 𝑙𝑇𝑇

 𝑙𝑒

𝜎𝑥

𝑥

𝜎𝑥 𝜎𝑥
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Boundary value problem of heat transfer

boundary 𝛤

domain 𝛺

𝑥 𝑦

𝑧

boundary 𝛤𝑞 (loaded by thermal flux)

boundary 𝛤𝑇 (T = T0)

heat generation (W/m3)

𝑇

UNKNOWN FUNCTION

temperature 𝑇(𝑥, 𝑦, 𝑧, 𝑡)

𝑞𝑉

thermal properties:

− density 

− conductivities 𝜆𝑥 , 𝜆𝑦  , 𝜆𝑧

− specific heat  c

bulk temperature 𝑇∞
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Thermal analysis

For isotropy:

Transient heat flow inside a solid body (law of conservation of energy):

𝜕

𝜕𝑥
𝜆𝑥

𝜕𝑇

𝜕𝑥
 +

𝜕

𝜕𝑦
𝜆𝑦

𝜕𝑇

𝜕𝑦
 +

𝜕

𝜕𝑧
𝜆𝑧

𝜕𝑇

𝜕𝑧
+ 𝑞𝑉 (𝑥, 𝑦, 𝑧, 𝑡)=𝜌𝑐

𝜕𝑇

𝜕𝑡

𝜌𝑐
𝜕𝑇

𝜕𝑡
=0    for a steady state:

Fquivalent functional for steady state analysis :

𝐽 = 
1

2
𝜆

𝜕𝑇

𝜕𝑥

2
+

𝜕𝑇

𝜕𝑦

2
+

𝜕𝑇

𝜕𝑧

2
− 2𝑞𝑉𝑇  𝑑𝛺 + 

1

2
 𝑇 − 𝑇

2 + 𝑞𝑇 𝑑𝛤𝑞
𝛺 𝛤𝑞 

𝛺

𝐽 = 
1

2
𝜆𝑥

𝜕𝑇

𝜕𝑥

2
+ 𝜆𝑦

𝜕𝑇

𝜕𝑦

2
+ 𝜆𝑧

𝜕𝑇

𝜕𝑧

2
− 2𝑞𝑉𝑇  𝑑𝛺 +

+
1

2
 𝑇 − 𝑇

2 + 𝑞𝑇 𝑑𝛤𝑞
𝛤𝑞 
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Finite element model 

NOE  – no. of finite elements
NON  – no. of nodes

𝛺𝑒

Finite element with n - nodes

1
2

3

𝑛 − 1
𝑛

domain 𝛺

𝑥 𝑦

𝑧

𝑇

𝛺 = 

𝑒=1

𝑁𝑂𝐸

𝛺𝑒 and 𝛺𝑖 ∩ 𝛺𝑗 = 0
𝑖 ≠ 𝑗

𝑞𝑉 discretization:

boundary 𝛤𝑞𝑒
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Nodal approximation in the finite element for thermal analysis

𝑥 𝑦

𝑧

1
2

3

𝑛 − 1
𝑛

temperature 𝑇(𝜉, 𝜂, 𝜁) = 𝑁(𝜉, 𝜂, 𝜁) 𝑇 𝑒
1 × 𝑛 𝑛 × 1

nodal temperature at node 1

𝜉 𝜂

𝜁

coordinate system of a finite element

global coordinate system

𝑁(𝜉, 𝜂, 𝜁) = 𝑁1, 𝑁2, … , 𝑁𝑖 , … , 𝑁𝑛
1 × 𝑛

𝑇 𝑒 =

𝑇1

𝑇2

𝑇3

⋮
𝑇𝑖

⋮
𝑇𝑛 𝑒

𝑛 × 1

Local vector of nodal temperaturesΩ𝑒

𝑇1

𝑇2

𝑇3

𝑇𝑛−1

𝑇𝑛
𝛤𝑞𝑒

Vector of shape functions
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Functional formulation for a finite element (isotropy and steady
state):

derivative of 𝐽𝑒 with respect to temperature 𝑇𝑖:

𝐽𝑒 = 
1

2
𝜆

𝜕𝑇

𝜕𝑥

2
+

𝜕𝑇

𝜕𝑦

2
+

𝜕𝑇

𝜕𝑧

2
− 2𝑞𝑉𝑇  𝑑𝛺𝑒 + 

1

2
 𝑇 − 𝑇

2 + 𝑞𝑇 𝑑𝛤𝑞𝑒
𝛺𝑒  𝛤𝑞𝑒 

𝜕𝐽𝑒

𝜕𝑇𝑖
=  𝜆

𝜕𝑇

𝜕𝑥
·

𝜕

𝜕𝑇𝑖

𝜕𝑇

𝜕𝑥
+

𝜕𝑇

𝜕𝑦
·

𝜕

𝜕𝑇𝑖

𝜕𝑇

𝜕𝑦
+

𝜕𝑇

𝜕𝑧
·

𝜕

𝜕𝑇𝑖

𝜕𝑇

𝜕𝑧
− 𝑞𝑉

𝜕𝑇

𝜕𝑇𝑖
 𝑑𝛺𝑒

+ න  𝑇 − 𝑇
𝜕𝑇

𝜕𝑇𝑖
+ 𝑞

𝜕𝑇

𝜕𝑇𝑖
𝑑𝛤𝑞𝑒

𝛺𝑒

𝛤𝑞𝑒 

𝑇(𝜉, 𝜂, 𝜁) = 𝑁(𝜉, 𝜂, 𝜁) 𝑇 𝑒 = 𝑁1, 𝑁2, … , 𝑁𝑖 , … , 𝑁𝑛

𝑇1

𝑇2

𝑇3

⋮
𝑇𝑖

⋮
𝑇𝑛 𝑒

1 × 𝑛 𝑛 × 1

𝜕𝑇

𝜕𝑇𝑖
= 𝑁𝑖
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𝜕𝑇

𝜕𝑥
=

𝜕 𝑁

𝜕𝑥
𝑇 𝑒 + 𝑁

𝜕 𝑇 𝑒

𝜕𝑥
=

𝜕𝑁1

𝜕𝑥
,
𝜕𝑁2

𝜕𝑥
, … ,

𝜕𝑁𝑖

𝜕𝑥
, … ,

𝜕𝑁𝑛

𝜕𝑥

𝑇1

𝑇2

𝑇3

⋮
𝑇𝑖

⋮
𝑇𝑛 𝑒

1 × 𝑛 𝑛 × 1 1 × 𝑛 𝑛 × 1 

𝜕

𝜕𝑇𝑖

𝜕𝑇

𝜕𝑥
=

𝜕𝑁𝑖

𝜕𝑥

𝜕 𝑇 𝑒

𝜕𝑥
= 0

𝜕𝑁𝑖

𝜕𝑥
=

𝜕𝑁𝑖

𝜕𝜉
 ·

𝜕𝜉

𝜕𝑥
 +

𝜕𝑁𝑖

𝜕𝜂
·

𝜕𝜂

𝜕𝑥
 +

𝜕𝑁𝑖

𝜕𝜁
·

𝜕𝜁

𝜕𝑥
(Jacobian matrix)
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𝜕𝑇

𝜕𝑦
=

𝜕𝑁1

𝜕𝑦
,
𝜕𝑁2

𝜕𝑦
, … ,

𝜕𝑁𝑖

𝜕𝑦
, … ,

𝜕𝑁𝑛

𝜕𝑦

𝑇1

𝑇2

𝑇3

⋮
𝑇𝑖

⋮
𝑇𝑛 𝑒

𝜕

𝜕𝑇𝑖

𝜕𝑇

𝜕𝑦
=

𝜕𝑁𝑖

𝜕𝑦

𝜕𝑁𝑖

𝜕𝑦
=

𝜕𝑁𝑖

𝜕𝜉
 ·

𝜕𝜉

𝜕𝑦
 +

𝜕𝑁𝑖

𝜕𝜂
·

𝜕𝜂

𝜕𝑦
 +

𝜕𝑁𝑖

𝜕𝜁
·

𝜕𝜁

𝜕𝑦

𝜕𝑁𝑖

𝜕𝑧
=

𝜕𝑁𝑖

𝜕𝜉
 ·

𝜕𝜉

𝜕𝑧
 +

𝜕𝑁𝑖

𝜕𝜂
·

𝜕𝜂

𝜕𝑧
 +

𝜕𝑁𝑖

𝜕𝜁
·

𝜕𝜁

𝜕𝑧

similarly:

𝜕𝑇

𝜕𝑧
=

𝜕𝑁1

𝜕𝑧
,
𝜕𝑁2

𝜕𝑧
, … ,

𝜕𝑁𝑖

𝜕𝑧
, … ,

𝜕𝑁𝑛

𝜕𝑧

𝑇1

𝑇2

𝑇3

⋮
𝑇𝑖

⋮
𝑇𝑛 𝑒

𝜕

𝜕𝑇𝑖

𝜕𝑇

𝜕𝑧
=

𝜕𝑁𝑖

𝜕𝑧
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𝜕𝐽𝑒

𝜕 𝑇 𝑒
= ℎ 𝑒 𝑇 𝑒 + 𝐹 𝑒

𝑛 × 𝑛 𝑛 × 1 𝑛 × 1
𝑛 × 1

local conductivity matrix

thermal load vector in a finite element

𝜕𝐽𝑒

𝜕𝑇𝑖
=  𝜆

𝜕 𝑁

𝜕𝑥
·

𝜕𝑁𝑖

𝜕𝑥
+

𝜕 𝑁

𝜕𝑦
·

𝜕𝑁𝑖

𝜕𝑦
+

𝜕 𝑁

𝜕𝑧
·

𝜕𝑁𝑖

𝜕𝑧
𝑇 𝑒 𝑑𝛺𝑒 −  𝑞𝑉𝑁𝑖 𝑑𝛺𝑒

+ න  𝑁 𝑇 𝑒 − 𝑇 𝑁𝑖 + 𝑞𝑁𝑖 𝑑𝛤𝑞𝑒

𝛺𝑒

𝛤𝑞𝑒 

1 × 𝑛 1 × 𝑛 1 × 𝑛 
𝛺𝑒

1 × 𝑛 𝑛 × 1

𝜕𝐽𝑒

𝜕𝑇1
,

𝜕𝐽𝑒

𝜕𝑇2
, …, 

𝜕𝐽𝑒

𝜕𝑇𝑖
, … 

𝜕𝐽𝑒

𝜕𝑇𝑛
 

derivative of 𝐽𝑒 with respect to temperature 𝑇𝑖:

derivatives of 𝐽𝑒 with respect to temperatures 𝑇1, 𝑇2, … , 𝑇𝑖 , … , 𝑇𝑛:
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components of the local conductivity matrix:

heat generation convection & radiation applied thermal flux 

ℎ𝑖𝑗  = න 𝜆
𝜕𝑁𝑖

𝜕𝑥
·

𝜕𝑁𝑗

𝜕𝑥
+

𝜕𝑁𝑖

𝜕𝑦
·

𝜕𝑁𝑗

𝜕𝑦
+

𝜕𝑁𝑖

𝜕𝑧
·

𝜕𝑁𝑗

𝜕𝑧
𝑑𝛺𝑒

𝛺𝑒

components of the thermal load vector:

𝐹𝑖𝑒= −  𝑞𝑉𝑁𝑖 𝑑𝛺𝑒 +   𝑁 𝑇 𝑒 − 𝑇 𝑁𝑖 𝑑𝛤𝑞𝑒 +  𝑞𝑁𝑖 𝑑𝛤𝑞𝑒
𝛺𝑒  𝛤𝑞𝑒 𝛤𝑞𝑒 

1 × 𝑛 𝑛 × 1
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3 ways of heat transfer

• conduction

• convection

• radiation

rate of heat flow per unit area (HEAT FLUX)

𝑞 = −𝜆 · 𝑔𝑟𝑎𝑑(𝑇)

𝑞 =   𝑇 − 𝑇

surface temperature

bulk emperature
film coefficient

 = f 𝑇  = 𝑐
𝑇4−𝑇

4

𝑇−𝑇

𝑊

𝑚2𝐾
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Minimalization of equivalent functional  J  for the entire FE model:

global conductivity matrix

global vector of nodal temperatures

𝜕𝐽

𝜕 𝑇
 =  𝐻 · 𝑇 + 𝐹 = 0

𝑁𝑂𝑁 × 1
𝑁𝑂𝑁 × 𝑁𝑂𝑁 𝑁𝑂𝑁 × 1 𝑁𝑂𝑁 × 1 𝑁𝑂𝑁 × 1

global thermal load vector

NOE  – no. of FEs
NON  – no. of nodes

NON =NDOF 𝛺𝑒

𝛺

To find the solution of heat transfer, the derivative of functional 𝐽 

with respect to the global vector of nodal temperatures is minimized:

𝑇
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𝐻 · 𝑇 + 𝐹 = 0
𝑁 × 1𝑁 × 𝑁 𝑁 × 1 𝑁 × 1

Including boundary conditions:

𝑁 = 𝑁𝑂𝑁 − 𝑁𝑂𝐹

number of known nodal temperatures 

The set of algebraic equation after taking boundary conditions into account:
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